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Analyses phase: 140 MWTh wood chips/straw 
fired boiler – 35-100 % steam export



Replace excisting coal dust fired boiler (ASV2) without SCR –
limited lifetime 17.500 from 2016 (IED) (1.1.2019)
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ASV2: 370 MJ/s

NOx emission limit: 500 mg/Nm3
Max. hTotal = 85 %

Annual total efficiency 60 %

ASV6: 140 MJ/s
Max. hTotal = 107 %

Annual total efficiency 101 %



Demin water production at Asnæs Power Plant
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Ultra pure water

Conductivity < 0,1 µS/cm 

DOC ≈ 450 ppb

Flocculation with FeCl3 and 
polymer

Sand filtration

Scavenger

CAT-ion Exchanger

CO2 degasser

AN-ion Exchanger

Mix-Bed

Surface water from Tis Lake

DOC = Dissolved Organic Carbon

CAT-ion Exchanger
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ASV2 excisting coal dust fired boiler (ASV2) without SCR –
limited lifetime 17.500 from 2016 (IED) (1.1.2019)
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ASV2

Acid conductivity and steam flow

Acid 

Conductivity

Calculated Acid 

Conductivity Acetate Formate Chloride Sulfate

µS/cm µS/cm µg/kg µg/kg µg/kg µg/kg

Makeup 

water 11 <3 5,2 <1

Condensate 34 8,3 6,9 <1

Feed water 0,14 29 10 5,2 <1

Boiler water 3,17 43 9,9 26 4

HP steam 0,43 56 10 <1 <1

IP steam 0,45 57 9,7 <1 <1



Water chemistry
Degradation of organics to acetic and formic acid
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HP                                  LP 

District heater

FV-tank

Process steam (20 bar, 320 °C)

35-100 % of produced steam

Boiler

85 bar

540 °C

130 MWTh

Will the concentration of 

acetic and formic acid 

increase or decrease?

- Higher boiler temp. 

ASV2 => higher CO2

- Higher CR in ASV2 

=> higher CO2

- RH on ASV2          

=> higher CO2

- Higher fraction of 

acids recirculated => 

higher acids PTZ

Higher concentration of 

acetate and formate at 

PTZ at ASV6 than ASV2



VGB Steam Purity Guideline
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IAPWS Steam Purity Guideline

8 IAPWS guideline

Carbon dioxide is considered non-corrosive to the steam turbine, when its 

concentration is within reasonable limits (e.g., CACE in steam <0.5 μS/cm)

Organic matter, decomposition products may be acidic and cause low pH 

conditions at early condensation in the PTZ. 

Degassed CACE cannot be compared directly with specification limits for CACE.

Chemical analysis of steam during startup give information for determining whether 

these values are suitable, or should be tightened or relaxed. Chemical analysis of 

the steam should include measurement of sodium, anions and cations with IC, 

CACE, and Degassed CACE if it is available.  
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VGB – 407 Ge

Purity of Makeup Water? 

VGB – Feed Water, Boiler water and steam quality
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20 ppb Acetate = 4 ppb TOC 

Purity of Makeup Water? 

2400 ppb TOC => 240 ppb Acetate 

Conclusion: Makeup water TOC< 40 ppb



Sorbent

Injection

District heating

Water

To Waste Water

Treatment PlantBag Filter

Condensor

QuenchSNCR

Schematic Diagram from the Boiler to the Stack

Dry Combustion Air

Water Saturated Combustion Air
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MF 

Micro Filter

CO2-stripper

Air

To Atmosphere

Flue Gas Condensate

UF

Ultra Filter

RO

Reverse Osmosis
Heat Exchanger

Regenerative

Heat Exchanger

Cooling

Water

Reject Water to Quench

To flash tank

Makeup water

Purified flue 

gas condensate

Electro

deionization

Flue Gas Condensate Treatment Plant

Mixed bed

Demin production

Condensate 125.000 m3/year

Old make up plant  455.000 m3/year



Demin water production at Asnæs Power Plant

13

Ultra pure water

Conductivity < 0,1 µS/cm 

DOC ≈ 450 ppb

Flocculation with FeCl3 and 
polymer

Sand filtration

Scavenger

CAT-ion Exchanger

CO2 degasser

AN-ion Exchanger

Mix-Bed

Surface water from Tissø

THE APPLICATION OF DEGASSED CONDUCTIVITY IN DONG ENERGY THERMAL POWER PLANTS

DOC = Dissolved Organic Carbon

Ultrafiltration

Reverse Osmosis

UV

Additional cleaning

?

Activated Carbon

?

Additional cleaning


