
Fiskeby Board

• New boiler 2010

• 65 bar, 420°C

• LP steam 8,5 bar,135°C

• High acid conductivity in the steam 0,4 - 0,6 µS/cm

• Turbine failure?
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superheated steam demin water

Fluorid µg/l <2 n.d.

Acetat µg/l 49 <2

Formiat µg/l 5,6 2,3

Klorid µg/l 2 <2

Nitrat µg/l n.d. <2

Sulfat µg/l <2 n.d.

Natrium µg/l 7 <1

Ammonium µg/l 471 <1

Kalium µg/l 2,2 <1

Magnesium µg/l n.d. <1

Kalcium µg/l n.d. 1,5

NPOC µg/l 233 33

n.d. = not detected

superheated steam condensate

Sodium µg/l <5 <5

Total conductivity µS/cm ~9

Acid conductivity  (CACE) µS/cm 0,40

Degased acid conductivity µS/cm 0,40





cartridge filter

Winding Material
B = bleached cotton
H = glass fiber, baked
P = Polypropylene

W = washed Polypropylene






